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Section 90-5.01. Use for SCC elements if the designer or METS requires (1) use of SCC for a nonprecast element or (2) construction of a mock-up.

1. Use to allow SCC for a nonprecast element. Insert the nonprecast element that allows SCC.
Add to section 90-5.01A:
You may use SCC for concrete at __________.

2. Use if a mock-up is indicated on the Memo to Specifications Engineer. Insert the element that requires a mock-up. For precast elements, mock-ups are typically not required unless the element has a nonstandard shape or a very thin section, complicated architectural treatment, or a nonstandard rebar configuration. The designer must verify with the Office of Structural Materials that a mock-up of the precast element is necessary.
Add to section 90-5.01D(4):
Construct a mock-up for the ________.
