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Section 39-1.01. Use for a District 2 or 6 project.

1. Use for a District 2 project.
Add to the table in the 1st paragraph of section 39-1.01D(8)(c)(ii) of the RSS for section 39:
	Coarse durability indexc
	AASHTO T 210
	1 per 3,000 tons or 1 per paving day, whichever is greater

	Fine durability index
	AASHTO T 210
	1 per 3,000 tons or 1 per paving day, whichever is greater

	Sodium sulfate soundnessd
	AASHTO T 104
	1 per project

	cRequirement applies if aggregate source is in Lassen, Modoc, Siskiyou, or Shasta County.
dRequirement applies if aggregate source is in Modoc, Siskiyou, or Shasta County.




2. Use for a District 6 project.
Add to the table in the 1st paragraph of section 39-1.01D(8)(c)(ii) of the RSS for section 39:
	Coarse durability index
	AASHTO T 210
	1 per 3,000 tons or 1 per paving day, whichever is greater

	Fine durability index
	AASHTO T 210
	1 per 3,000 tons or 1 per paving day, whichever is greater



