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Section 51-4.02B(7). Use if optional PC PS concrete deck panels for CIP prestressed box girders are allowed.

Replace "Reserved" in section 51-4.02B(7) with:
1
You may construct the top deck slabs of PS box girders using conventional forming methods or a combination of conventional forming methods and PC PS concrete deck panels.
2
PC PS concrete deck panels must comply with section 50 except the 2nd paragraph of section 50-1.03B(3) does not apply.
3
You may use an aggregate grading complying with the specifications for the 1/2-inch maximum combined aggregate grading and the 1/2 inch x No. 4 primary aggregate size in section 90-1.02C(4).
4
You may use alternative panel widths. The number of strands required must equal the minimum number shown for the next greater panel width.
5
Finish top surfaces of the deck panels with either a coarse broom finish of approximately 1/4-inch amplitude or other suitable finish that provides uniform scoring.
