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Section 51-4.03G. Use if optional PC PS deck panels for CIP PS box girders are allowed.

Replace "Reserved" in section 51-4.03G with:
1
Do not use PC PS concrete deck panels in bays where longitudinal construction joints are located between girders.
2
Deck panels must not interfere with movement at deck expansion joints.
3
Clean curing compound and foreign material from the top surfaces and sides of deck panels that will be in contact with CIP concrete. You do not need to expose clean aggregate.
4
Four-inch minimum fillets shown at joints between girders and the top slab are not required under the deck panels.
5
You may use twisted wire loop ties to hold concrete forms at closures between deck panel joints.
6
Where deck access openings are shown, construct the thickened deck section at the access opening using conventional forming methods.
