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Section 58-2.02D. Use if lightweight aggregate is required for the grout.

1. Use if lightweight aggregate is required at all locations. Delete par. 2.
Replace the 4th and 5th paragraphs of section 58-2.02D with:
Aggregate for grout must be a mixture of lightweight fine aggregate and lightweight coarse aggregate. At least 20 percent of the aggregate must be coarse aggregate. One hundred percent of the combined grading must pass the 1/2-inch sieve.

2. Use if lightweight aggregate is required only at certain locations. Insert location. Delete par. 1.
Add to section 58-2.02D:
At _____, aggregate for grout must be a mixture of lightweight fine aggregate and lightweight coarse aggregate. At least 20 percent of the aggregate must be coarse aggregate. One hundred percent of the combined grading must pass the 1/2-inch sieve.
