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Section 83-1.02I. Use for corrosive exposures (all coastal and all industrial areas such as Los Angeles - Santa Ana area) or if a vandal-proof coated wire fabric is required.

Replace the 14th paragraph of section 83-1.02I with:
1. If a color other than medium green is to be specified, first determine availability.
Chain link fabric must be 9 gage and comply with AASHTO M 181 for Type IV fabric with a Class B coating.
2
The bond strength between the coating material and steel of the bonded vinyl-coated chain link fabric must be equal to or greater than the cohesive strength of the PVC coating material.
